MATERIAL TESTING LABDRATORY
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CERTIFICATE NO. & DATE [R&DVGOR/LAB00S33S28 | 01 L PAGE | OF |
23/092005

l. Name & Address of Client iM/s. Torn Enterpnises,
601, Aditya CHS . Parleshwar Road.
Vile Parle (E), Mumbai - 400 057

2. Progect / Sie : Sahara Hospality, Santacruz Aurport,
{Sankalpa Enginccning)
1. Chient's Reference iLtr.did | 609205
4. Sample
1) Descripbon {GRC Beam
) ity 3 Now.
m) Type of test Physical west
iv) Condition : Accoplable
5. Test method followed, if any (LS. : 316
IEST REPORT
FLEXURAL STRENGTH :
1. Date of Casting - 2000872005
2 Grade of Concrete A
Sr No 1D Mark Suze of Age s Value Applhed Flexural
GRC Beam Load () Strength
(cm) (days) (cm) (kM) (Nmm’)
I Cemert . Sand x15x15% 4 mi &0 0 711
| 1
r k b Mxlix15 . 0.0 3B 5 684
3 g Mx15x 15 " 260 425 1.56
MNOTE :

~ This certificate refirs onty 10 the samphe submutied for testing.
- This certuficate is vabd af the time of and under the conditions spocified hemin
— This cortificate mury not be reproduced in pant, without the permission of fhas laborstony
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